
 

 
 

                  IN HOUSE TESTING REPORT 
              Product Name: - Analysis Report of Hydrated Lime  

                 Testing Date: -        08 July 2020  

                Test Report No.  : - SGCM/1004/20-21 

 

 

Sr. No.  Specification  Unit Test Results Remark 

1. Appearance  Visual White  

2. Available Lime As CAO % 66.360  

3. Available Lime As CA(OH)2 % 87.585  

4. Acid Insoluble (sio2) % 0.370  

5. Moisture as free water  % 0.480  

6. Magnesium as MGO  % 1.360  

7. Particle Size (mesh) 200 BSS % 97.200  

8. Reside+ 200 BSS % 2.900  

 

Note : -  

1. Lime tested as per ISI 1514 Sugar Method Percentage by Mass.  

2. The Above reports has been tested on request of concern party.  

3. No Liability accepted for in disputes cases arising in joint testing /results due to it is hygroscopic 

minerals etc. 

4. The results listed refer only to the tested sample (s) & parameters (s). Endorsement of products is 
neither inferred nor implied. 

5. This report is not to be reproduced wholly or in part and cannot be used evidence in the court 
of law and should not be used in any advertising media without our special permission in 
writing. 

6. The samples will be destroyed after 15 days from the date of issue of test report unless otherwise 
specified    


